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Abstract 

Background: Idiopathic pulmonary fibrosis (IPF) is a chronic and fatal disorder caused by abnormal extracellular 
matrix deposition, which results in increasing dyspnea and loss of pulmonary function. Pirfenidone (PFD) has antifi-
brotic properties that have been approved by the US FDA for the treatment of IPF. Pirfenidone is currently delivered 
orally, which has drawbacks like reduced bioavailability in the presence of food, gastrointestinal (dyspepsia and ano-
rexia), and dermatological (photosensitivity) side-effects, large amount of dose, and elimination half-life of 2.4 h. This 
study aimed was to prepare inhalable powders containing PFD-loaded chitosan nanoparticles for sustained delivery 
of the drug to the lung.

Result: The quasi-solvent diffusion method was used with optimized 100 mg PFD and 100 mg chitosan (CS). An 
in-vitro drug release research found that increasing the amount of chitosan reduced the rate of drug release from 
nanoparticles. Entrapment of PFD into chitosan nanoparticles decreased with the increased concentration of sta-
bilizer concentration. All batches produced nanoparticles with a spherical morphology confirmed by SEM and 
sizes ranging from 239.3 ± 1.8 to 928.7 ± 4.6 nm. The optimized nanoparticles exhibited a mean particle size of 
467.33 ± 7.8 nm with a polydispersity index of 0.127 ± 0.022, zeta potential of + 34.8 ± 1.6 mV, % entrapment effi-
ciency (39.45 ± 4.63%), % drug release after 12 h (94.78 ± 2.88%), and in-vitro deposition (81.49%). Results showed that 
the obtained powders had different aerosolization properties. The particle size of nanoparticles reduced, and the pro-
cess yield, extra-fine particle fraction, geometric standard diameter, and fine particle fraction increased significantly. 
Stability study showed, there are no aggregation observed and stable for six month study.

Conclusion: Prepared pirfenidone-loaded chitosan nanoparticles can be result of 6 months of stability studies that 
give details that there was no significant aggregation of PFD-loaded CS NPs and the spherical shape particle with 
smooth surface as per SEM studies. Hence, PFD-loaded CS NPs can be a suitable alternative to the currently available 
therapy.
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Background
Idiopathic pulmonary fibrosis (IPF) affects hundreds 
of millions of people around the world, lowering their 
quality of life and causing mortality from respiratory 
failure within a few years of diagnosis. IPF is a progres-
sive lungs disease that usually gets worse over time [1, 
2]. This disease cannot be completely cured if it has 
damage to the lungs. Early recognition and diagnosis, 
on the other hand, can help keep this disease under con-
trol. Over time, it produces scarring in the lungs. As a 
result, people have trouble breathing. Even at rest, it can 
induce shortness of breath. Treatment options are lim-
ited, with only two FDA-approved medications available 
in the United States, neither of which cures the disease’s 
lung damage or extends the lives of IPF patients [3, 4]. 
Exposure to hazardous elements such as coal dust, sil-
ica dust, asbestos fibers, and hard metal dust, among 
others, can induce lung fibrosis. [1, 5] However, in the 
majority of cases, the doctor is unable to identify the 

particular etiology of the disease. That’s why idiopathic 
pulmonary fibrosis is the name given to this condition.

The typical survival time from diagnosis to death is 
less than three years, and the incidence and mortality of 
IPF are increasing. Although the genesis and course of 
IPF have been partially recognized, there have been no 
therapeutic medications to treat the disease for decades 
[6, 7]. Currently, the medications in use (such as azathi-
oprine and N-acetyl cysteine) are ineffective since they 
result in greater mortality rates and no improvement in 
lung function decline [8]. Pirfenidone (PFD) is the first 
antifibrotic agent and one of two orphan drugs approved 
by the USFDA in 2014 for the treatment of mild to mod-
erate IPF [9, 10].

Pirfenidone (5-methyl-1-phenyl-2-[1H]-pyridone) 
is an orally administered pyridine compound and 
synthetic molecule. It’s a non-hygroscopic white to 
pale yellow powder with an aqueous solubility that’s 
too high at 25  °C. PFD  may have problems with drug 
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delivery because it has a short half-life in the body 
(2.4  h), absorbs slowly after oral administration, and 
is primarily eliminated through urine (80 to 85%) [11, 
12]. The recommended daily dose of PFD for IPF was 
found to be 2403  mg/day (3 tablets of 267  mg three 
times a day) with food, but this high amount of PFD has 
numerous side effects. Patients who received 2403  mg 
of pirfenidone per day, in Phase 3 studies had a greater 
rate of photosensitivity responses found at 9% [13].

Conventional formulation available in the market is 
tablet and capsule form with limitations like low oral 
route absorption due to the presence of food, faster elim-
ination, short half-life, and potent photo-toxicity.

In pulmonary drug delivery systems, various types of 
nanoparticles have been utilized. Because of their par-
ticular features, polymer-based systems may be the best 
candidate among them [14]. Chitosan (CS) is a very effec-
tive and attractive natural polymer that has received 
much attention in drug delivery systems. CS is a cationic 
polysaccharide, comprising (1 → 4)-2-amino-2-deoxy-
β-D-glucan. Chitin is the most abundant natural amino 
polysaccharide, and CS is the N-deacetylated derivative 
of it. Chitosan is a non-toxic, biocompatible, and biode-
gradable natural polymer with good mucoadhesive and 
membrane permeability-enhancing capabilities due to its 
cationic nature [15, 16].

In this study, PFD-loaded chitosan nanoparticles were 
prepared by quasi emulsion solvent evaporation method. 
Controlling the rate of drug release, prolonging the dura-
tion of therapeutic benefits, and delivering the drug to 
specific areas in the body are all being investigated with 
chitosan-based nanoparticles [17, 18]. The size, surface 
morphology and in  vitro deposition behavior of dried 
powders were investigated. Also, in  vitro drug release, 
aerodynamic properties and stability study from chi-
tosan nanoparticles were examined. The nanoparticles are 
required small enough to be delivered deep into the lungs.

Methods
Materials
Low molecular weight chitosan was gifted by Meck 
Pharmaceuticals & Chemicals Private Limited, Guja-
rat, India. Pirfenidone drug was gifted by ZCL Chemi-
cals Ltd., Gujarat, India. Polyvinyl alcohol (PVA) (90% 
hydrolyzed, average Mol. wt. 45,000) was supplied by 
Sigma Aldrich–Merck, Karnataka, India. Inhalable grade 
lactose was procured from Molychem, Mumbai, India. 
Phosphate buffer saline (PBS) pH 7.4 was obtained from 
Sigma–Aldrich, India. Dichloromethane and Acetic Acid 
(glacial) were purchased from Chemdyes Corporation, 
Gujarat, India. All the solvents used were of HPLC grade 
and other chemicals used were of analytical grade.

Preparation of aqueous phase
In acidic environments, chitosan dissolves completely. In 
the composition of Chitosan nanoparticles, 4% of Acetic 
acid was added to the chitosan to formulate the solution. 
Because Pirfenidone and Chitosan both dissolve in Ace-
tic acid, a proportion of 4 percent v/v was chosen. Ini-
tially, the volumes of acetic acid and PVA solutions were 
set at 5 ml and 15 ml, respectively [19, 20]. For the prepa-
ration of 20 ml of an aqueous phase, the chitosan dissolve 
in 5 ml of 4% acetic acid and added this soluble chitosan 
into the 15 ml of 1% PVA solution of magnetic stirrer.

Preparation of PFD‑loaded chitosan nanoparticles
The quasi-emulsion Solvent Evaporation Method was 
used to prepare CS NPs loaded with pirfenidone [21]. 
The 100  mg of PFD dissolved in 5  ml of dichlorometh-
ane (DCM) was taken as an organic Phase. Chitosan was 
dissolved in different amounts 50, 100, 150, 200, 250, and 
300  mg of CS in a stabilizer solution (20  ml of 1% w/v 
aqueous solution of polyvinyl alcohol) with 4% acetic acid 
taken as an aqueous phase. Afterward, the PFD solution 
was added dropwise into a 20 ml CS solution (4% acetic 
acid) with PVA (1%) in a 100 ml flask with stirring at 400 
RPM. This was followed by sonicated in a Probe Sonica-
tor (Delta, Gujarat, India) for 1  min (220  W, 2  s/cycle). 
After sonication, the produced CS quasi emulsion was 
then stirred overnight in an uncovered beaker to allow 
for the evaporation of DCM. The resultant nanoparticle 
suspension was centrifuged at 15,000 RPM for 10  min 
in a cooling centrifuge (Remi, Mumbai) twice and two 
washing cycles were performed to the removal of traces 
of solvent. Finally, the prepared nanoparticles were pre-
freezed in a Glycol Bath and subsequently lyophilized 
using a Lyophilizer (Delvac Pumps Pvt. Ltd., Chennai, 
India) at − 79 °C for 24 h using mannitol as a cryoprotect-
ant. The solid nanoparticles were collected after lyophili-
zation and filled in the vial for further use [22].

Selection of chitosan concentration in the organic phase
The pirfenidone nanoparticles were prepared using poly-
mer chitosan with the volume ratio of organic and water 
phases was 1:4, and the PVA concentration in the aque-
ous phase was 1% [23]. The polymer concentration is 
varied from 50 to 400% (w/v). This study was evaluated 
on the bases of particle size. The CS concentration was 
made a direct effect on particle size. CS concentration 
increases, and the viscosity of aqueous phase increases 
during the emulsification which would produce a com-
pact polymer matrix with larger particle size.
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Selection of PVA concentration in the aqueous phase
The pirfenidone nanoparticles were prepared using poly-
mer chitosan; the volume ratio of organic and water phases 
was 1:4; the polymer amount (100 mg) is in 4% acetic acid. 
The PVA concentrations were variant the entrapment 
efficiency and particle size of pirfenidone in the chitosan 
nanoparticles. PVA is used as a surfactant and stabilizer 
both. The formulation was affected by the amount of 
PVA adsorbing at the polymer (chitosan) -organic solvent 
(DCM) -water interface. The PVA concentration in the 
aqueous phase from 0.5 to 2% (w/v) is varied [24].

Characterization of the pirfenidone NPs
Standard curve of pirfenidone
Initially, standard curves of Pirfenidone were obtained in 
distilled water, methanol, dichloromethane, ethyl acetate, 
and phosphate buffer saline pH 7.4 in the range of 10 μg/
ml to 50 μg/ml. Accurately weighed 100 mg of pirfenidone 
was transferred into a 100  ml volumetric flask, dissolved 
and diluted up to the mark with mobile phase to obtain a 
stock solution containing 1.0  mg/ml of pirfenidone. Ali-
quots from the stock solution were diluted with mobile 
phase to get the calibration standard solutions. Calibra-
tion standards were analyzed by UV–Visible spectropho-
tometer (Shimadzu UV-1800 spectrophotometer, Japan) 
at 311 nm (λmax). Shimadzu UV Probe 2.42 software was 
used for Spectrophotometric analysis of pirfenidone sam-
ples. This study was conducted in triplicate and the aver-
age of the three values was recorded. The calibration 
curve was made by plotting the absorbance of pirfenidone 
against respective concentrations. The calibration curve 
was constructed by plotting the peak area of pirfenidone 
against respective concentrations [25, 26]. It gives the 
absorption maxima (λmax) which were used to determine 
the amount of PFD in the in vitro dissolution sample and 
drug entrapped in a polymer (chitosan) matrix.

Drug‑Excipient compatibility studies
Fourier‑transform infrared spectroscopy (FTIR) 
spectroscopy studies
FTIR spectra obtained from Shimadzu IR spectropho-
tometer (FTIR-8300), Japan equipment were used to 
determine the chemical stability and compatibility of 
the drug with the excipient. By combining with potas-
sium bromide and pressing at 1 ton/unit, FTIR spectra 
of the PFD, PFD with Chitosan, and the final optimized 
formulation of CS NPs were obtained. FTIR spectra were 
scanned in the 4000–400  cm−1 range.

Differential scanning calorimetry (DSC) analysis studies
In a clean and dried glass mortar and pestle, samples 
were prepared: one was a pure drug, and the other was 
a physical mixture of PFD and Chitosan. Thermograms 
were taken with a Shimadzu (DSC-60) instrument, which 
was warmed at a constant rate of 10 °C/min over a tem-
perature range of 40–300 °C. Nitrogen gas was purged at 
a rate of 20 ml/min to keep up in an inert environment.

Particle size, zeta potential
A nanoparticle size analyzer was used to determine the 
particle size and polydispersity index (PDI) of chitosan 
NPs of PFD by using Zetatrac 10.6.2 Instrument (Micro-
trac Inc., USA). To determine the total mean diameter 
of chitosan NPs of PFD, freshly prepared NPs dispersion 
(containing 1% w/v nanoparticles) were dispersed in etha-
nol and sonicated for 2 min, and the particle size, as well 
as the zeta potential, were analyzed using a Zetatrac. The 
charged particles are oscillated using a high-frequency 
AC electric field. The modulated power spectrum (MPS) 
technique is used to examine the brownian motion power 
spectrum, which is a component of the power spectrum 
originating from oscillating particles. PFD NPs dispersion 
with appropriate obscuration was created, and mean par-
ticle size and zeta potential were determined in triplicate.

Surface morphology
The surface morphology of chitosan NPs of pirfenidone 
was investigated. Scanning electron microscopy (SEM) 
was used to analyze the form and surface morphology. The 
samples were sputter-coated with gold and examined for 
morphology at a high magnification of 1.02 K X and 511 K 
X of pirfenidone NPs and raw pirfenidone drug respec-
tively with an acceleration voltage of 15.0 kV. It was esti-
mated as the mean of 300 particles measurement (n = 300).

% Entrapment efficiency
The amount of unentrapped pirfenidone recovered in 
the supernatant following centrifugation of the result-
ing nanosuspension was used to determine entrapped 
pirfenidone in the PFD NPs. The nanoparticles were 
weighed, and rinsed with distilled water; centrifuged 
at 15,000 RPM for 10 min at 10  °C, and the supernatant 
was collected. A UV–visible spectrophotometer (UV-
1700 Pharma Spec, Shimadzu) was used to test the unen-
trapped drug present in the supernatant at 311 nm. The 
total amount of the drug and the unentrapped drug in the 
supernatant was calculated by percentages of entrapment 
efficiency (EE) using the below equation.

% EE =
Total amount of PFD added− Free PFD in supernatant

Total amount of PFD added
× 100
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Yield of nanoparticles
The total weight of formulated nanoparticles was com-
pared to the combined weight of the polymer and drug 
to calculate the yield of nanoparticles. Three replicates of 
individual values were determined, and their mean values 
were reported.

In vitro drug release study
The in-vitro drug release tests were carried out on all for-
mulations. A previously estimated and weighed amount 
of dried CS NPs of Pirfenidone (20  mg) in 100  ml of 
phosphate buffer saline (PBS) solution pH 7.4 was used 
to assess pirfenidone release at 37  °C. The drug release 
technique was studied using a dialysis membrane with 
a molecular weight cut-off of 12 kDa. The nanoparticles 
were placed in a dialysis bag and placed in a USP type I 
dissolution device basket. The dissolution system was 
maintained at 37 ± 0.5  °C and agitated at 100  rpm [17, 
19]. At predetermined time intervals, 3  ml of aliquots 
were withdrawn. The dissolution medium was replaced 
with a fresh buffer to maintain the total volume. The 
collected samples were passed through a 0.22  m filter 
membrane and evaluated for the concentration of drug 
released by UV–Visible spectrophotometer (UV-1700 
Pharma Spec, Shimadzu) at 311 nm. The F1 formulation 
(blank) was replaced by 10 mg of pure PFD powder.

Kinetic study
The results of an in  vitro drug release studies of nano-
particles were fitted with various kinetic equations such 
as zero-order (cumulative percent release vs. time), first-
order (log percent drug remaining vs. time), and Higu-
chi’s model (cumulative percent drug release vs. square 
root of time) to estimate the kinetic and mechanism of 
drug release. For the linear curve generated by regres-
sion analysis,  R2 and k values were determined. The most 
appropriate model having the highest  R2 value and least 
sum of square residuals (SSR) was selected for describing 
the drug release mechanism [27].

Accelerated stability study
The accelerated stability study followed the requirements 
set forth by the International Council for Harmoniza-
tion. The stability of produced nanoparticles of pirfeni-
done was tested by storing the optimized formulation 
in a stability chamber for 180  days at 25 ± 2  °C with a 
relative humidity of 60 ± 5% and 40 ± 2 °C with a relative 
humidity of 75 ± 5%. The samples were examined for par-
ticle size, zeta potential, polydispersity index, % entrap-
ment efficiency, and drug release at 8 h and 12 h, and any 

% YIeld =
Total amount of PFD NPs

Amount of drug+ Polymer
× 100

changes in their physical appearance after a time period 
of 0, 1, 2, 3, and 6 months [27].

Formulation of the dry powder inhaler
Initially flow property of PFD nanoparticles was deter-
mined. To increase the flow property, PFD nanoparticles 
and anhydrous inhalable grade lactose were mixed (1:1) 
manually using geometrical dilution process. The angle of 
repose, Carr’s index and Hausner ratio were carried out 
of inhalable grade lactose and optimized batch mixture 
(dry powder inhaler) for the excellent flow property. The 
optimized formulation further characterized the zeta size 
and potential to check the changes of nanoparticles in the 
form of DPI [28, 29].

In vitro lung deposition study
Cascade impactors are able to define the particles’ aero-
dynamic characteristics by the separation of the dose by 
the equipment’s impactor plates. The use of impactors 
will predict the deposition of the inhaled particles in the 
human lung since the deposition of these particles in the 
human respiratory tract is dependent on the particle’s 
aerodynamic size. Using a nonviable eight-stage Ander-
son Cascade Impactor (ACI, Thermo Fisher Scientific, 
Waltham, Massachusetts, USA), the mass median aero-
dynamic diameter (MMAD) of the pirfenidone NPs was 
determined as a dry powder inhaler (DPI). The nanopar-
ticles were aerosolized as a DPI with a flow rate of 28 L/
min through the cascade impactor. After DPI was depos-
ited in each chamber, the PFD content was measured, 
dissolved in methanol, and assessed using a UV–Visible 
spectrophotometer at 311  nm. The mean mass aerody-
namic diameter (MMAD), geometric standard diameter 
(GSD), and percent fine particle fraction (FPF) was calcu-
lated using the “MMADCALCULATOR”.

Results
Influence of various processing parameters on particle size
Influence of chitosan concentration
The influence of polymer content in the organic phase on 
particle size is shown in Fig. 1. The diameter of nanopar-
ticles gradually increases as the concentration of polymer 
in a constant volume of organic solvent increases. The 
viscosity of the emulsion increases as the polymer con-
tent increases, resulting in a larger emulsion droplet size. 
In the organic phase, viscous forces resist shear stresses, 
and the ultimate particle size and size distribution are 
determined by the total shear stress available for drop-
let breakdown [30]. The role of polymer concentration in 
regulating the particle size obtained by the general emul-
sification process.
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Influence of PVA concentration in the aqueous phase
From the studies, it was shown that by increasing the sta-
bilizer (PVA) concentration from 0 to 2%, particle size 
increases continuously. The PFD concentration (100 mg) 
and chitosan concentration (100  mg) were taken con-
stantly for all batches. The volume of the aqueous phase 
was taken as constant with modification by increased 
stabilizer concentration. The PVA effect is obtained as a 
stabilizer as well as an emulsifying agent in the emulsion. 
Nanoparticles will form if the stabilizer persists at the 
liquid–liquid interface during the diffusion process and 
its protective action is enough. The results are shown in 
Fig. 2.

The effects of PVA content in the aqueous phase on 
particle size are shown in Fig.  2. Because of the high 
aqueous phase viscosity, when the PVA concentrations 
increase, the particle size steadily increases, reducing 
the total shear stress accessible for droplet breakdown. 
Swelling behavior was increased with the increasing 
concentration of polyvinyl alcohol [31]. The increased 
concentration of hydroxyl groups in the PVA as the con-
centration of PVA increases which directly effect on pir-
fenidone binding proportion.

As an increase in PVA concentration in the aqueous 
phase, the particle size increases due to more stabilizer 
molecules are adsorbed on the surface of emulsion drop-
lets, and resulting in larger emulsion droplets formed 
after solvent evaporation [32]. The entrapment efficiency 
was observed frequently and as per the result obtained, 
1% PVA was observed highest % EE. Only a little amount 
of stabilizer is absorbed in the emulsion droplet contact. 
The excess stays in the continuous aqueous phase and has 
no effect on the emulsification process.

Compatibility study
FTIR spectroscopy
In the FTIR spectrum of CS (Fig. 3A), the peaks attrib-
uted to –OH stretching were found at 3400   cm−1. The 
bonds were in the range of 2886–2974   cm−1 according 
to the stretching of –CH, –CH2, and –CH3. The amide 
I and II vibrations, respectively, were found at 1676  cm−1 
and 1600  cm−1. N–H stretching vibration was ascribed to 
the bonds between 924   cm−1 and 1169   cm−1. The FTIR 
spectrum of pirfenidone (Fig. 3B)), the O=C stretch (α, 
β unsaturated ketone) peak observed at 1612   cm−1 and 
C–C Aromatic Stretching Vibration peak was obtained 
at 1530  cm−1. The aliphatic Stretching Vibration of C–H 
was found at 3054   cm−1, C–N aromatic stretch Vibra-
tion (3° amine) was found at 1274  cm−1 and C=C phenyl 
Stretching Vibration at 825  cm−1.

The surface chemical composition of CS NPs and CS 
chains was investigated using FTIR spectra (Figs.  4 and 
3B). Pirfenidone nanoparticles (optimized batch) were 
subjected to FTIR analysis. The wiggling of the  NH2 
bond causes the PFD NPs peak to shift to 1576   cm−1, 
and the strong peak at 1412   cm−1 is caused by the alkyl 
group C–H bending vibration (Fig. 4). The ionic interac-
tion with the treated molecules indicates the conversion 
of chitosan polymer in the nano form that forms a cross-
link with the treated molecules.

The CS the peaks in the PFD NPs with stretching of –
CH, –CH2, and –CH3 bonds were observed in the range 
of 2885–2910   cm−1, and −OH stretching was found at 
3504   cm−1. The aliphatic Stretching Vibration of C–H 
was found at 2970   cm−1, C–N aromatic stretch Vibra-
tion (3° amine) was found at 1280   cm−1 and C=C phe-
nyl Stretching Vibration at 842  cm−1. The amide I and II 
vibrations were found in the PFD NPs at 1662  cm−1 and 
1609   cm−1. N–H stretching vibration was ascribed to 
the bonds between 962   cm−1 and 1147   cm−1. The FTIR 
spectrum of PFD loaded NPs; C–C Aromatic Stretching 
Vibration peak obtained 1550   cm−1. This data is com-
plying that the FTIR spectra peaks of CS and PF were 
obtained in the PFD loaded CS NPs. There are no peaks 
are dissolve and resulting that PFD and CS being compat-
ible with the nanoparticle formulation.
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DSC analysis studies
The standard peak of pirfenidone was observed at 109 °C 
and the pirfenidone sample peak was observed at around 

108.4  °C. The DSC curve of chitosan shows an exother-
mic peak observed at around 72  °C and an endother-
mic peak observed at around 311  °C. The DSC curve 

Fig. 3 FTIR spectra of A Chitosan B Pirfenidone

Fig. 4 FTIR study of pirfenidone loaded chitosan nanoparticles (optimized batch)
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of chitosan nanoparticles (Fig.  5) has a wide exother-
mic peak between 60 °C and 150 °C which is due to the 
removal of absorbed water and a sharp endothermic peak 
at 320 °C and 500 °C associated with the breakage of chi-
tosan phosphoric acid cross-linkage [33].

Solubility and standard curve of pirfenidone
Pirfenidone is sparingly soluble in water at 25 ºC (19 mg/
ml) and at 37 °C (21 mg/ml). It is freely soluble in organic 
solvents such as acetone, ethyl acetate, dichloromethane 
(DCM), and chloroform at 25 °C. It is very soluble in eth-
anol [25].

Pirfenidone  UV absorption spectra in methanol 
showed a shoulder peak at 222 nm and a λmax at 311 nm. 
The wavelength with the highest absorbance at 311 nm, 
was chosen for the absorbance measurement [34]. The 
Beer’s range was found to be in the range of 10 to 50 μg/
ml of pirfenidone by using a UV–Visible spectrophotom-
eter (Fig. 6a, b). The variability in the precision study was 
found within limits proving the method to be precise. 
Linearity of standard curves was found to be 0.997, 0.999, 
0.998, 0.998, and 0.999, respectively. The UV absorption 
spectra of PFD in in pH 7.4 PBS also showed the λmax 
at 311 nm.

Evaluation of chitosan nanoparticles of PFD
The increase in chitosan concentration, which is 
explained by enhanced crosslinking responsible for the 
increased size of formed particles. Improved solubility 
and dispersion of chitosan NPs are due to the signifi-
cant influence of acetic acid concentration on NP size. 
The size of NPs was negatively affected by increasing 
the stirring speed. When the stirring speed was raised 
from 800 to 1200 RPM, the particle size decreased 
from 584.9 ± 9.89  nm to 218.4 ± 5.28  nm. Increased 

mechanical shear at higher stirring speeds is thought to 
be the reason for this reduction in particle size.

Particle size
The spherical particles were formed of pirfenidone nano-
particles by using low molecular weight chitosan with 
solvent evaporation method of preparation. The particle 
size is affected by the incorporation of the organic sol-
vent containing PFD into chitosan solution with polyvi-
nyl alcohol under a magnetic stirrer. The mean particle 
size ranged from 239.3 ± 1.8  nm to 928.7 ± 4.6  nm as 
seen in Table  1. Particle size was highly influenced by 
chitosan concentration and molecular weight (medium 
and high molecular weight). Higher chitosan concentra-
tion produced larger nanoparticles due to larger droplet 
size formation during emulsification [35]. F2 formulation 
(50  mg chitosan) had the smallest particle size as com-
pared to the F7 formulation (300 mg).

Zeta potential
The zeta potential was observed to be directly propor-
tional to the concentration of chitosan used in the for-
mulation of nanoparticles. The zeta potential was found 
in the range of 32.5 ± 1.4  mV to 38.9 ± 1.0  mV shown 
in Table 1. This indicates that the surfaces of the nano-
particles were primarily made up of chitosan. It’s also 
critical that positively charged nanoparticles interact 
easily with negatively charged cell membranes and be 
easily released. The formation of positively charged 
chitosan NPs is suggested by the positive zeta poten-
tial values [35, 36]. The net positive charge of NPs is an 
unavoidable condition for electrostatic interaction with 
negatively charged sialic acid on the surface of alveolar 
macrophages, which benefits in increased absorption of 
PFD-loaded NPs by these cells.

Polydispersity index (PDI)
Nanoparticles with PDI smaller than 0.4 has to con-
sidered acceptable for drug delivery of nanoparti-
cles to a deep pulmonary region (alveoli) according to 
some references. The term “polydispersity” is used to 
describe the degree of non-uniformity of size distri-
bution of particles. The PDI of pirfenidone nanopar-
ticles by solvent evaporation method was found to be 
0.1214 ± 0.062 to 0.481 ± 0.022 range (Table 1). As the 
PDI value increases, the heterogeneity in cross-linking, 
network formation, chain length, branching, and hyper 
branching will be more with more random arrange-
ment [37].

Fig. 5 DSC Study of a Pirfenidone, b Chitosan and c Chitosan 
nanoparticles of PFD
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Yield of nanoparticles
The % yield of chitosan nanoparticles was found to be in 
the range of 51.33 to 60% for all prepared batches shown 
in Table 1. Drug particles were wasted less but the pirfe-
nidone is solubilizing in water and the drug entrapment 
reduces. That reduces the nanoparticles to 60%. The son-
ication time directly affects the % yield due to the drug 
was more and more solubilize under sonication and the 
% output of nanoparticles is reduced with % yield.

% Entrapment efficiency
The drug entrapment efficiency of nanoparticles contain-
ing drug: polymer in various ratios of 1:0.5, 1:1, 1:1.5, 1:2, 
1:2.5 and 1:3 was found to be 17.00 ± 2.0, 23.76 ± 1.8, 
34.98 ± 4.7, 39.60 ± 4.0, 61.20 ± 7.0, 60.48 ± 4.3% respec-
tively (Table 1). As a result, increasing the polymer con-
tent in the formulation resulted in a continuous increase 
in entrapment efficiency. The high entrapment efficiency 
is likely due to electrostatic interactions between the 
drug and the polymer.

Drug release of CS‑PFD‑NPs
Pirfenidone NPs were tested in  vitro for drug release 
characteristics. The release pattern of PFD from Chi-
tosan nanoparticles was evaluated using phosphate 

Fig. 6 a λmax determination of pirfenidone b Overlay spectra of pure pirfenidone

Table 1 Formulation and physicochemical evaluation of pirfenidone nanoparticles

Mean particle size (nm), Polydispersity index (PDI), Zeta Potential (mV), % Drug entrapment efficiency (EE), % Drug Release at 8 h., and % Drug Release at 12 h. 
Mean ± SD. N = 3

Batch Drug (mg) CS (mg) MPS (nm) ZP (mV) Charge PDI % Yield % EE %  DR8 %  DR12

F1 0 100 239.3 ± 1.8 35.0 ± 1.2 strongly cationic 0.181 ± 0.010 56 0 − −
F2 100 50 248.6 ± 1.4 32.5 ± 1.4 strongly cationic 0.191 ± 0.012 60 17.00 ± 2.0 92.15 ± 2.04 98.94 ± 2.49

F3 100 100 440.8 ± 3.9 36.3 ± 0.8 strongly cationic 0.121 ± 0.062 55.5 23.76 ± 1.8 86.53 ± 3.04 95.25 ± 2.89

F4 100 150 549.1 ± 0.3 37.7 ± 1.4 strongly cationic 0.205 ± 0.023 56.33 34.98 ± 4.7 84.21 ± 2.53 92.34 ± 2.49

F5 100 200 687.8 ± 4.3 34.4 ± 1.8 strongly cationic 0.240 ± 0.030 51.33 39.60 ± 4.0 82.43 ± 1.49 90.21 ± 1.35

F6 100 250 803.4 ± 2.6 35.7 ± 0.5 strongly cationic 0.344 ± 0.024 59.33 61.20 ± 7.0 81.67 ± 1.36 87.66 ± 1.36

F7 100 300 928.7 ± 4.6 38.9 ± 1.0 strongly cationic 0.481 ± 0.022 54.33 60.48 ± 4.3 79.78 ± 2.47 85.36 ± 2.16
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buffer saline with a pH of 7.4 and a temperature of 37 °C. 
The release curve given in Fig. 7 shows the drug release 
of pure drug pirfenidone (F1) 10  mg was found to be 
99.99% within the first sampling. The initial burst release 
of PFD-Chitosan nanoparticles was 21%, and the release 
rate increased to 95.25 ± 2.89% in 12  h as per shown in 
Table 1. This initial burst release would aid in improving 
the target plasma concentration in the lungs, while the 
sustained release would aid in maintaining the dose for 
a longer length of time. Drug release from drug-associ-
ated relatively close particle surfaces that may have been 
removed when they came into contact with the dissolving 
medium [22, 38]. The formulations manufactured using 
the evaporation approach, on the other hand, finished 
product releasing pirfenidone in 12 h. This is due to the 
differences in formulation procedures as well as particle 
structure. The encapsulation of pirfenidone with electro-
static powers is more condensed in the solvent evapora-
tion approach. The pirfenidone release period becomes 
prolonged due to that reason.

Drug release kinetic study
The corresponding dissolving data were fitted into vari-
ous kinetic dissolution models, such as Zero order, 
First order, and Higuchi, and Korsmeyer Peppas plots 
to describe the release kinetics of all six formulations 
(Table 2). The drug release from all formulations follows 
first-order release and the Higuchi model, as demon-
strated by greater  R2 (coefficient of correlation) values.

Optimized batch evaluation
Composition and evaluation of the optimized batch
The optimized formulation had the 100 mg of PFD added 
in the organic phase containing DCM and 100  mg of 
chitosan was added in the 20 ml of aqueous phase con-
taining 1% stabilizer (PVA) solution. The organic phase 
was added to the aqueous phase with continuous stir-
ring and other procedures were followed as per mention 
above as preparation of PFD NPs. The optimization of 
the formulation was done with the different parameters 
like mean particle size (467.33 ± 7.8  nm), zeta poten-
tial (34.8 ± 1.6  mV), surface charge (strongly cationic), 

polydispersity index (0.127 ± 0.022), % entrapment 
efficiency (39.45 ± 4.63), and % drug release after 12  h 
(94.78 ± 2.88). The optimized formulation was further 
converted into the inhalable free-flowing powder for ease 
of application [39].

Scanning electron microscopy (SEM)
The surface morphological structure was further exam-
ined by SEM analysis. SEM images of optimized formu-
lation showed that the nanoparticles were spherical in 
shape and particles in the agglomerated state (Fig.  8). 
Furthermore, the size uniformity of the nanoparti-
cles is shown. Most of the particle size was found to be 
501.9 ± 16.8 nm, which is suitable for the inhalation for-
mulation. The particle size of a PFD formulation intended 
for inhalation, together with the particle density, is an 
important factor in the formulation’s effectiveness since it 
affects the powder’s dispersion and sedimentation prop-
erties. The rest of the cases aggregation occurred due to 
moisture entrapment during handling.

Characterization of dry powder inhaler
The fluffy mass of freeze-dried nanoparticles has a fair 
flow property. The Carr’s index, Hausner ratio, and angle 
of repose  of these nanoparticles were 18.12%,  1.23, and 
36.44° respectively. To improve the bulk and flow proper-
ties of nanoparticles, special inhalable grade lactose was 
applied. The flow quality of this specific grade of lactose 
was greatly improved due to the small particles. The pro-
portion of 1:1 ratio of anhydrous lactose was added to 
the optimized PFD NPs by physical geometric mixture. 
The Carr’s index, Hausner ratio, and angle of repose of 
these nanoparticles were 10.67 ± 1.3%, 1.11 ± 0.01, and 
26.42 ± 1.87° respectively. For the produced DPI contain-
ing PFD NPs, zeta analysis was performed, and no signifi-
cant alterations in zeta potential were found. To improve 
the bulk and flow properties of nanoparticles, special 
inhalable grade lactose was applied. Due to fine particles 
of this special grade lactose, flow property was increased 
significantly.

Table 2 Correlation coefficients according to different kinetic equations

Formulation % Drug release Zero order First order Higuchi plot Peppas plot ‘n’ Value

F1 99.99 – – – – –

F2 98.94 0.749 0.992 0.959 0.989 0.387

F3 95.25 0.930 0.979 0.918 0.974 0.478

F4 92.34 0.785 0.978 0.917 0.968 0.393

F5 90.21 0.862 0.956 0.975 0.997 0.369

F6 87.66 0.748 0.988 0.971 0.978 0.377

F7 85.37 0.789 0.987 0.889 0.983 0.402



Page 11 of 14Dudhat and Patel  Future Journal of Pharmaceutical Sciences            (2022) 8:29  

Stability study
Stability studies showed that pirfenidone nanoparticles 
using chitosan as a polymer was stable after six months 
when stored at 25  °C and 40% relative humidity as per 
ICH guidelines and retained their initial size, zeta poten-
tial, Polydispersity index, % entrapment efficiency, and 
cumulative % drug release after 8 h and 12 h found stable 

as per shown in Table  3 and Fig.  9 data. There was no 
major change in physical properties was observed and 
no significant aggregation of particles occurred during 
the storage period. The formulated PFD-loaded chitosan 
nanoparticles are stable for and not aggregated for six-
month stability study.

In‑Vitro drug deposition by andersen cascade 
impactor (ACI)
Particles targeting the deep lung should be fine enough to 
enter via the mouth, throat, and conducting airways, but 
not so small that they fail to deposit and are exhaled out 
again. As a result, their aerodynamic diameter should be 
between 1 and 5 µm. Even so, mucociliary clearance will 
move a certain quantity of particles away from the lungs 
[40]. The eight-stage Anderson Cascade Impactor (ACI, 
Thermo Fisher Scientific Inc.) was used to determine the 
mass median aerodynamic diameter (MMAD) of dry 
powder inhaler nanoparticles of pirfenidone. The deposi-
tion of PFD-loaded DPI in the different chambers of the 
cascade impactor was evaluated using HPLC based on 
particle size. Extra fine particle fraction and Fine particle 

Fig. 8 a Surface morphology using SEM of raw pirfenidone drug powder b Surface morphology using SEM of pirfenidone nanoparticles 
(optimized batch)

Table 3 Stability study of optimized batch pirfenidone nanoparticles

Evaluation parameter Time period for sampling

Initial After 1 month After 3 months After 6 months

Particle size (nm) 440.8 ± 3.9 459.3 ± 3.8 459.3 ± 3.8 459.3 ± 3.8

Zeta potential (mV) 36.3 ± 0.8 37.7 ± 1.13 36.78 ± 2.01 40.4 ± 2.51

% Entrapment efficiency 32.76 ± 1.8 33.11 ± 1.39 34.26 ± 1.69 31.6 ± 1.28

PDI 0.121 ± 0.032 0.129 ± 0.052 0.123 ± 0.041 0.137 ± 0.071

% drug release at 8 h 86.53 ± 3.45 85.83 ± 1.87 89.32 ± 2.14 87.96 ± 2.01

% drug release at 12 h 95.25 ± 2.84 94.89 ± 1.66 94.67 ± 2.16 96.19 ± 1.86
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fraction were found at 16.92% and 81.49% respectively. 
The emitted dose from the sample device Rotahaler was 
found to be 96.37%. The aerodynamic particle size of 
optimized nanoparticles was 1.28  µm, with a geometric 
standard deviation of 2.46. As a result, Prepared DPI can 
reach deep into the lungs.

Discussion
The purpose of this research was to create an optimal 
nanoparticulate composition that could be delivered 
through the lungs. It was also envisaged that the formula-
tion would be kept in the target organ (lungs) for a longer 
period of time, resulting in a larger medication concen-
tration. The average particle size and polydispersity index 
were sought to be optimized in order for the nano-for-
mulation to be efficiently administered to the lungs via 
the inhalation route, allowing for increased retention 
in the lungs for a longer period of time. Physical stabil-
ity was also important before the nanoparticle disper-
sion was lyophilized. As a result, the zeta potential was 
deemed crucial.

Spherical nanoparticles were formed spontaneously 
upon the incorporation of pirfenidone in DCM solution 
to the chitosan solution under magnetic stirring. In this 
study, a new hydrophilic dry powder containing pirfeni-
done-loaded nanoparticles was created using quasi-emul-
sion solvent evaporation, which is a simple process that 
involves several processing and materials parameters, 
including the amount and duration of energy utilized, the 
volume of the aqueous phase, the concentration of poly-
mer and drug in the organic phase, the molecular weight 
of the polymer, the polymer end groups, the solvent vol-
ume, and the surfactant concentration. To assist the for-
mulation of NPs, an organic phase and an aqueous phase 
was required in this emulsion. Following organic solvent 
diffusion, nanoparticles are formed by colliding and con-
solidating emulsion droplets, and their size is determined 
by the stability of the emulsion droplets. All of these 
techniques and material properties have an impact on the 
size and/or drug content of nanoparticles. Even though 
DCM is immiscible with water, practically every nano-
particulate formulation that used it as the organic phase 
solvent resulted in significant aggregation and large mean 
particle size. DCM formulations were more effective 
in entrapping PLGA nanoparticles and were preferred. 
Despite the presence of a stabilizer, acetone and ethanol 
are completely miscible in water and do not form stable 
emulsions. The PLGA creates sub-micron particles when 
the two phases are mixed, resulting in large particle size 
due to the coalescence of droplets formed in an emulsion 
containing acetone or ethanol as an organic phase.

We found that the total polymer concentration 
affected the particle size. The higher the concentration 

of chitosan favored the formation of larger particles 
due to the more complex and large formation of the 
polymer matrix. The polymer concentration was also 
affected by the amount of PFD entrapment, for that as 
the increased CS concentration were increases particle 
size. We had selected 100 mg of chitosan for the opti-
mized formulation which had a small enough particle 
size to suggested pulmonary delivery. Nanoparticles 
have been used to increase drug uptake and activity in 
the lungs, and it is well known that smaller nanoparti-
cles cross the surfactant layer more readily than bigger 
nanoparticles, owing to reduced steric hindrance.

The particle size is expected to decrease as the sur-
factant concentration is increased. The opposite effects 
were found and explained by particle aggregation 
caused by the surfactant’s bridging effect. Entrapment 
efficiency is influenced by surfactant content as well. 
Entrapment efficiency was reduced as surfactant con-
tent was increased. These phenomena could be caused 
by an electrostatic contact or repulsion between the 
surfactant and the medication. Another explanation 
for this phenomenon is an increase in pirfenidone 
solubility in the aqueous phase in the presence of high 
surfactant concentrations, leading it to diffuse into 
the aqueous environment and lowering entrapment 
efficiency.

The zeta potential value can also be used to predict 
particle physical stability. The presence of a zeta poten-
tial over + 30  mV and/or below − 30  mV suggests that 
the particles are colloidally stable. The charge density 
on the surface of chitosan nanoparticles has been dem-
onstrated to be dependent on the nanoparticle size and 
the amount of chitosan employed in the synthesis. The 
quantity of free amine groups is expected to increase as 
the amount of chitosan employed in the manufacture of 
the NPs increases, resulting in increased zeta potentials. 
The influence of particle size on the zeta potential, on the 
other hand, is more complicated. The total surface area 
per weight of any given sample increases with the size 
of the particles, whereas the individual particles have 
decreasing surface areas. As a result, the zeta potentials 
grew as the size of the chitosan NPs increased until they 
reached a maximum value.

The release mechanism was swelling, and diffusion 
controlled since it was validated as a Higuchi model. 
The Peppas model is frequently used to determine if a 
release mechanism is a Fickian diffusion, non-Fickian 
diffusion, or zero-order diffusion. The value of ‘n’ (Kors-
meyer-Peppas model release exponent) can be used to 
characterize distinct release mechanisms [41]. For all for-
mulations, the ’n’ values were found to be smaller than 
0.50. This means the release is close to a fickian diffusion 
mechanism.
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The PFD nanoparticles were aerodynamically character-
ized “in vitro” and its ability to deliver the nanoparticles 
was investigated; thus, demonstrating its potential for 
pulmonary administration of pirfenidone for idiopathic 
pulmonary fibrosis. The low molecular weight of chitosan 
influences encapsulation of active material efficiency and 
in vitro release properties. The degree of deacetylation of 
chitosan affects many inherent qualities of the polymer 
itself such as, solubility, degradation rate, efficiency of 
pulmonary administration, and stability of particle size.

The design of an acceptable carrier system has become 
a requirement for deep lung delivery and selecting one 
for NP delivery is still difficult. Apart from the required 
safety when it comes to contact with lung tissue, the 
carrier should also provide the convenience of handling 
during filling and processing, drug stability, suitable 
aerodynamic qualities for proper lung deposition, and 
increased powder flowability to improve drug dispersion 
from the inhaler device [42].

Conclusions
The pirfenidone nanoparticles were prepared success-
fully by a quasi-emulsion solvent evaporation method 
and evaluated based on mean particle size, zeta poten-
tial, polydispersity index, surface morphology, % entrap-
ment efficiency, drug release at 24 h, kinetic study, stability 
study, in  vitro drug deposition study. The optimized for-
mulation having a mean particle size of 440.8 ± 3.9  nm; 
36.3 ± 0.8 mV zeta potential with cationic surface charged; 
32.76 ± 1.8% entrapment efficiency, % drug release of 
95.25 ± 3.64% at 12  h. The spherical smooth surface was 
observed from SEM images. The aerodynamic study 
showed MMAD of 1.28 μm indicating that PFD NPs can 
penetrate deep into the lungs for effective treatment of idi-
opathic pulmonary fibrosis. Further, release kinetic studies 
can be conducted to evaluate that release approximates 
the fickian diffusion mechanism the stability study of opti-
mized batch revealed that the pirfenidone nanoparticles 
using chitosan as polymer was stable after a six-month 
study as per ICH guideline. To target idiopathic pulmo-
nary fibrosis, this nanoparticle can improve the efficiency 
of the treatment by enhancing pirfenidone concentration 
in the deep lungs tissue with a single and lower dose.
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